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We have used low-temperature scanning tunneling spectroscopy to spatially map the energy-resolved elec-
tron density of a single Pb adatom on a Pb�111� surface. We observe a clear spatial inhomogeneity of the
spectral density of the Pb adatom. This spatial inhomogeneity is rotated with bias voltage, reflecting the
modification of the structure and symmetry of the adatom orbitals by the substrate. The simulated spectral
maps of the Pb adatom based on density-functional-theory calculations agree well with experimental observa-
tions. This spatial inhomogeneity originates from the local extension of antibonding Pb states and the coupling
to the substrate.
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I. INTRODUCTIONS

The presence of defects on a surface, such as single at-
oms, vacancies, and artificial nanostructures, as well as their
interaction with the substrate is one of the central topics in
surface physics. Understanding the electronic properties of
the surface defects is of high interest in a large class funda-
mental and technological problems ranging from supercon-
ductors to heterogeneous catalysis.1–10 The development of
scanning tunneling microscopy �STM� has enabled us to ad-
dress these issues at the single-atom level, owing to the very
high spatial resolution of this technique.11–13 In recent years
STM images in combination with scanning tunneling spec-
troscopy �STS� have been used to probe the interaction of
adatoms with surfaces, e.g., Kondo resonances induced by
magnetic adatoms, local effect of magnetic impurities on su-
perconductivity, adatom-induced localization of surface
states, and spin electronics.1–7,14–22 Nilius et al.23 recently
explored the influence of the Al2O3 /NiAl�110� substrate, in
particular, the local defects of the Al2O3 surface, on the elec-
tronic properties of single Pd adatoms. Bound states induced
by magnetic adatoms in the superconducting gap of Nb�110�
single crystals4 and Pb thin films7 were investigated by STS
at sub-Kelvin temperature. However, to the best of our
knowledge, the intrinsic electronic structures of homoge-
neous adatoms on superconducting metal surfaces have
never been reported.

Here, we report on spatially resolved spectroscopic maps
of the electronic states of single Pb adatoms modified by
their adsorption on a Pb�111� substrate. In situ ultrahigh
vacuum �UHV� low-temperature �LT� STM measurements
reveal asymmetric features in the spectral density of unoccu-
pied states that are rotated with bias voltage, reflecting the
structure and symmetry of Pb orbitals influenced by the sub-
strate. Density-functional-theory �DFT� calculations show
that this spatial inhomogeneity originates from the local ex-
tension of antibonding Pb states and their coupling to the
substrate.

II. EXPERIMENTAL AND THEORY

Experiments were carried out in an UHV LT-STM system
�Unisoku� equipped with standard surface preparation facili-

ties. The clean Pb�111� surface was prepared by repeated
cycles of sputtering with argon ions and annealing. STM
images were acquired in constant-current mode and all given
voltages are referred to the sample. STS and dI /dV mapping
were performed with lock-in technique with bias modulation
of 10 mV at a frequency of 991 Hz. All measurements were
performed at 4.2 K with mechanically cut Pt-Ir tips, which
were further sharpened by controlled collisions with the
Pb�111� substrate.

Theoretical calculations were based on density-functional
theory, the Perdew-Wang generalized-gradient approxima-
tion �GGA� exchange-correlation functional,24 ultrasoft
pseudopotential,25 and plane waves, as implemented in the
VASP code.26,27 A 400 eV kinetic-energy cutoff and periodic
boundary conditions were applied. The minimum-energy lat-
tice constant of Pb in the simulations was 0.507 nm. This is
in good agreement with Wei’s independent PW-91 GGA cal-
culation which gives 0.504 nm.28 The adsorption site of a Pb
adatom was then determined with two different supercells.
To reduce the interaction between the adjacent adatom, one
p�9�11� supercell with three Pb layers was considered ini-
tially. Six special k points were used in this simulation to
sample the Brillouin zone. Subsequently, the system was
mimicked by a p�3�3� unit cell with five layers. In this
simulation we included 12 special k points. In both simula-
tions we find that the ground-state adsorption site is the hol-
low site; however, both the fcc and hcp hollow sites yielded
the same total energy. In all simulations of current contours
of spectra we consequently used one site, the fcc hollow site,
for comparisons with experiments, checking, however, that
the difference between fcc and hcp hollow sites in the trans-
port simulations is negligible.

III. RESULTS AND DISCUSSION

Individual Pb adatoms were created in situ by controlled
tip-sample contact. This method was based on the same tech-
nique used in Rieder’s group.29,30 Large-scale STM images
as the one illustrated in Fig. 1�a� show the as-prepared Pb
adatoms, as well as small Pb clusters, on the Pb�111� surface.
The Pb adatoms on a Pb�111� terrace are imaged as bright
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protrusions with an apparent height of 0.12�0.02 nm. The
hexagonal depressions are assigned to subsurface Ar gas
bubbles.31 Figure 1�b� shows a closeup of four Pb adatoms
characterized by spherical features with an apparent height of
0.13 nm and a full width at half maximum �FWHM� of 0.78
nm. dI /dV spectra acquired on the Pb adatom and the bare
Pb surface are shown in the Fig. 2, respectively. Inset shows
the position of the tip where the spectra were measured. The
topography images as well as the dI /dV spectra of all the
adatoms on the surface �for example, in Fig. 1� are similar.
These verify that each atom is identical and of the same
element, which is not Pt or Ir but Pb.

Figure 3�a� shows a constant-current STM image of a
single Pb adatom. The simultaneously recorded dI /dV im-
ages of the same Pb adatom at sample bias values from 0.2 to
1.6 V with an interval of 0.2 V are shown in Figs. 3�b�–3�i�.
While the constant current contour, which contains a convo-
lution of Pb states over the bias range, is roughly circular, the
dI /dV maps clearly show asymmetric features, where single
protrusions are accompanied by depressions. With increasing
bias voltage a random rotation of the single protrusion with
respect to the dark area is observed, in addition to a contrast
variation in the single protrusion versus the dark area, as

seen in Figs. 3�b�–3�i�. The dI /dV mapping represents the
density at a distinct narrow energy interval. It is thus related
to the square of single-electron wave functions as the sam-
pling voltage in the dI /dV map reaches a limiting value. The
dI /dV map then directly shows the spatial variation in these
wave functions.12,13 In positive bias range, it shows the local
extension of the density of unoccupied states. Thus, the
asymmetric feature in the dI /dV images acquired with posi-
tive bias voltages indicates a symmetry breaking in the un-
occupied states of the Pb adatom on the Pb�111� surface. We
note that one should expect a threefold symmetry of the elec-
tronic structure of the Pb adatom on Pb�111� due to the three-
fold symmetry of the surface. However, this is not, what we
observe. Figure 3 clearly shows the absence of any symme-
try in the local extension of the density of unoccupied states,
indicating that the unoccupied states of the Pb adatom are
not hybridizing with the surface density of charge in a simple
manner.

In order to exclude the possibility of STM tip artifacts, we
have measured dI /dV images of a different Pb adatom with
another STM tip, which are shown in Fig. 4. The resolution
of this tip is apparently not as good as the tip used above so
that a dashed circle is added to demonstrate the contour of
the single Pb adatom. Nevertheless, we can still see the
asymmetry behavior of the unoccupied states of the Pb ada-
tom on Pb�111� surface from the dI /dV images in positive
bias range. Cheng et al.32 observed the similar local density
of states �LDOS� asymmetry of the Pb adatom on Pb�111�
surface in a separated low-temperature STM system. They
manipulated Pb adatoms into a chain and then the dI /dV
images were measured within different bias voltages. The
LDOS features of each adatoms are different and can be
varied with bias. These also confirm that the observed

FIG. 1. �Color online� �a� Large-scale topographic image of
Pb�111� surface demonstrating Pb adatoms �bright spots� created by
controlled tip-sample contact and hexagonal Ar aggregations under
the terrace; �b� closeup showing four Pb adatoms on Pb�111� sur-
face; I=67.3 pA and V=−1.5 V; and inset shows the line profile
across an adatom. The apparent height of the adatom is about 0.13
nm and the FWHM is about 0.78 nm.

FIG. 2. �Color online� dI /dV spectra acquired on Pb adatom
�gray curve� and bare Pb�111� surface �black curve�. Inset shows the
position of the tip where the spectra were measured.

FIG. 3. �Color online� �a� Topographic image of an isolated Pb
adatom; I=0.95 nA and V=0.60 V; ��b�–�i�� dI /dV images of the
same area simultaneously acquired with the topography in Fig. 3�a�
from 0.20 to 1.60 V with an interval of 0.20 V; and dark to light
corresponds to increase in the conductance.
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strange LDOS features are not induced by the STM tip.
By comparison, the dI /dV images in negative bias volt-

ages range, which depict the local extension of the density of
states in occupied energy range, show a different behavior.
As seen in Figs. 5�b�–5�f�, no significant positional variation
is observed for the single protrusion with increasing bias
voltage, in contrast to that of the positive bias range, indicat-
ing a fundamental difference in the spatial distribution of
occupied and unoccupied states of the Pb adatom.

To understand the origin of this surprising effect, we
turned to the simulation of current and dI /dV contours. The
simulated topographic image of the single adatom is shown
in Fig. 6�a�.33,34 The extension of the adatom �more than 1
nm�, as well as the apparent height �about 0.15 nm�, agree
well with the above experimental data. The ground-state con-
figuration of a Pb atom is �Xe� 4f145d106s26p2. The outer-
most d electrons are nearly 10 eV below the 6s band �ap-
proximately 20 eV below the Fermi level�. The electronic
properties of Pb are therefore dominated by the 6s and 6p
bands, while the 5d levels can be viewed as core levels. In

this case the Pb adatom may possess sp3 hybrid atomic or-
bitals, as, e.g., found for carbon atoms. These hybrid orbitals
have a specific orientation and the four lobes are naturally
oriented in a tetrahedral fashion. For the unoccupied states,
the two orbitals responsible for binding the adatom to the
surface cannot be detected by the tip while the other two
hybrid atomic orbitals can be seen since they protrude into
the vacuum. A systematical analysis of the LDOS confirms
the assumption. As shown in Fig. 6�b�, the orientation of the
LDOS contours, from 0.2 to 2.0 eV above the Fermi level
with an interval of 0.2 eV, does not remain constant, but
depends on the energy level. It shows two protrusions indi-
cating two hybrid atomic orbitals protruding into the
vacuum. In Fig. 6�b�, the three equivalent symmetry direc-
tions: �21̄1̄�, �1̄21̄�, and �1̄1̄2�, are indicated by the white
arrows. It is seen that the nodal plane between the two parts
of the LDOS contour is rotating with the energy level in a
fashion that does not follow the threefold symmetry of the
substrate. This is in good agreement with the measured
dI /dV images in unoccupied states regime shown in Fig. 3. It
is noteworthy that the energy values in the simulations might
deviate from those in the experiments, as unoccupied states
in DFT calculations do not coincide with excited states of the
system. Nevertheless, this well-known deficiency of DFT
simulations does not alter the main result.

In negative bias range only one single centered protrusion
is detected and does not rotate with bias voltages, as shown

FIG. 4. �Color online� �a� Topographic image of a Pb adatom
with a different STM tip; I=0.30 nA and V=0.80 V, and ��b�–�e��
dI /dV images of the same area simultaneously acquired with the
topography in Fig. 4�a� from 0.20 to 0.80 V with an interval of 0.20
V.

FIG. 5. �Color online� �a� Topographic image of an isolated Pb
adatom; I=1.00 nA and V=−1.00 V; ��b�–�f�� dI /dV images of the
same area simultaneously acquired with the topography in Fig. 5�a�
from −0.40 to −1.20 V with an interval of 0.20 V.

FIG. 6. �Color online� Simulations of a single Pb adatom. �a�
Topography of a single Pb adatom in 9�11 unit cell. The extension
of the adatom in the scan is larger than 1 nm, the apparent height at
V=1.6 V is 0.15 nm. Note that the scale in z direction has been
increased in the representation. �b� LDOS of a single adatom from
0.2 eV �top left� to 2.0 eV �bottom right� in intervals of 0.2 eV. The
spectra show a double feature throughout the energy range, the
orientation with respect to the symmetry planes �see arrows� de-
pends on the energy value. �c� Charge-density contour of single
states in the negative �−1 V, top� and in the positive �+1 V, bot-
tom� bias regime. Occupied states show a single protrusion into the
vacuum while empty states show a ringlike feature. The yellow
atoms are the first-layer Pb atoms while the blue ones are the sec-
ond layer.
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in Fig. 5. The origin of this behavior is shown in Fig. 6�c�.
Occupied states �−1 eV, top� are bonding states and possess
a tetrahedral structure with three lobes pointing in the direc-
tion of the surface atom. The fourth lobe, pointing into the
vacuum, is detected by tunneling spectroscopy. On the con-
trary, states in the unoccupied range are antibonding and the
density is consequently located at the position of the adatom
itself and consists of a two-parts or ringlike structure, parallel
to the surface plane.

One may argue that the wavelike feature of the LDOS
contour might be nationalized by the interference of the sur-
face state electrons with some defects on the surfaces.1–3,35,36

However, to the best of our knowledge, no report concerning
the surface state on Pb�111� is found in literature, unlike the
Shockley surface states of Au�111�, Ag�111�, and Cu�111�.
We never observe any standing wave pattern around the Pb
adatoms, steps or the Ar bubbles either in large scale STM
images or in the dI /dV images. In addition, the oscillatory
character of the interaction is related to half of the Fermi
wavelength, which is about 3.8 nm in the case of Ag�111�
surface, for instance.30,37 This apparently exceeds the dimen-
sion of single Pb adatom, of about 0.8 nm. Thus, the possi-
bilities of the spatial inhomogeneity arising from the interac-
tion with standing wave can be excluded.

IV. SUMMARY

We have measured the energy-resolved spectroscopic
mapping of the sp3 hybridization of single electronic states
of Pb adatoms on Pb�111� by means of LT-STM. We observe
a clear spatial inhomogeneity within the spectral density of
the Pb adatom, which is attributed to the unoccupied orbitals
of the Pb adatom. DFT calculations confirm that the Pb ada-
toms possess sp3 hybrid atomic orbitals oriented in tetrahe-
dral fashion. In the negative bias regime only the orbital
protruding into the vacuum can be detected by the tip, cor-
responding to a single protrusion. In the positive bias regime
the antibonding states possess an asymmetric two-lobe fea-
ture, which rotates with the bias voltage in the spatial spec-
troscopic mapping.
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